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SiO5, min, % 85.0

Moisture content, max, % 3.0

Loss on ignition, max, % 6.0
Oversize:

Percent retained on 45-um (No. 325), max, %”*

Percent retained on 45-um (No. 325), max variation from
average, percentage points®
Accelerated pozzolanic strength activity index:¢

With portland cement at 7 days, min percent of control
Specific surface, min, m?/g

www.shalman.co.ir

| 15299 e Sy S

105
15



| 52998 P Sl S

Uniformity requirements:
When air-entraining concrete is specified, the quantity of air- 20
entraining agent required to produce air content of 18.0 vol %
of mortar shall not vary from the average established by the ten

preceding tests or by all preceding tests if less than ten, by
more than, %

Reactivity with cement alkalies:®

Reduction of mortar expansion at 14 days, min, % 80
Sulfate resistance expansion,©

(moderate resistance) 6 months, max, % 0.10

(high resistance) 6 months, max, % 0.05

(very high resistance) 1 year, max, % 0.05
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